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PASSIFY: The first large-scale evaluation of s/s: 

ÅRemoval of samples from remedial s/s operations

ÅTen sites located in 3 countries (USA, UK and France)

ÅTesting of samples against original acceptance criteria

ÅFurther testing, based on conceptual model/ prENV12920

ÅEvaluation of performance by leaching and by micro-
structural investigations

ÅModeling of results using Leach XS and Minteq

Why? 

ÅTo provide a systematic, objective evaluation of órealô 
cement-based s/s materials 

ÅTo provide confidence to stakeholders in s/s technology 
because we donôt know how they perform!


