Environmental evaluation of mineral additions in concrete.
Effects of the different allocation methods
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Path for sustainability: Large clinker substitution

What are the environmental impacts of these substitutions?

B = Co-product

A B

I Impact of process 1
= are affected to products A and B
(considering their relative mass value)




